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 	What is the latest edition of ASTM E112?
ASTM E112-13(2021) - Standard Test Methods for Determining Average Grain Size.

	ASTM E112 has standard test methods for average grain sizing.
The comparison method does not require the tester to count grains, but rather comparing of the grain structure to a series of graded images, either in the form of a wall chart, clear plastic overlays, or a grain counting eyepiece reticle.


	What is ASTM E112?
Included in this ASTM E112 standard set of approaches is the comparison, planimetric (also known as Jeffries), and intercept processes, all of which are used to determine the average grain size.

	What is ASTM grain size number?
The expression for the ASTM grain size number is written in terms of the number of grains per square inch at a magnification of 100x, as: N = 2 ( n − 1 ) .




 

 17 nov. 2021 · ℓ is used to determine the ASTM grain size number, G. The precision of the method is a function of the number of intercepts or intersections  Autres questions 
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